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ti3UiNBE LETTER 

SUMMARY 

SUBJECT: Table of Contents, Cover Sheets, Arizona Test 
Methods Nos. ARIZ 236, 237 and 714, and AASETO 
Test Methods Nos. T 22, 23, 97, 119, 121, 152, 
183 and 240. 

N E W  TEST METHODS 

CHANGE LETTER NO. 4 

DATE OF ISSUE January 1, 1977 

EFFECTIVE DATE: January 1, 1977 

1. ARIZ 236 - Determining pH and Minimum Resis t iv i ty  of Soils .  This s h a l l  replace ARIZ 
707, Estimated Service Life  of Metal Culverts. 

2. ARIZ 237 - D e t e d n i n g  pH and Soluble Sa l t s  of Soils. This s h a l l  replace ARIZ 713, 
Soluble Sa l t s  of Soils .  

3. ARIZ 714 - Sieving of Granulated Rubber. 

REVISIONS TO SECTION 300 

The following AASHTO Test Methods a re  t o  replace ARIZ 300, 301a, 302, 363, 304a, 305 and 
306. 

1. T 23 - Making and Curing Concrete Ctanpressive and Flexural Test Specimen6 i n  the  
Field  to replace ARIZ 300. 

2. T 22 - Compressive Strength of Cylindrical Concrete Specimens t o  replace ARIZ 301a. 

3. T 119 - Slump of Portland Cenrent Concrete t o  replace ARIZ 302. 

4. T 183 - B a l l  Penetration in Fresh Portland Cement Concrete t o  replace ABIZ 303. 

5. T 152 - A i r  Content of Freshly Mixed Concrete by the  Pressure Method to  replace BBIZ 
304a. 

6. T 97 - Flexaral  Strength of Concrete Bsing Simple Beam With Third-Point Loading] 
t o  replace BRLZ 305. 

7. T 121 - Weight Per Cubic Foot, Yield, and Air Content [Gravimetric] of Concrete t o  
replace ARIZ 306. 



Change Let ter  No. 4 

REVISIOES TO SECTION 500 

1. ABSkRO T 240 - DetemfniIig the  Effect  of Beat and A i r  on a Moving Film of Asphalt 
b l l i n g  Thin Film Oven ~es t j  t o  replace ARIZ $01, 

DELETED TEST METIIODS 

The following t e a t  methods are obsolete, and s h a d d  be extracted from the  m u d .  

BRIZ 215, 216, 300, 301a, 302, 303, 304a, 
305, 306, 501, 707, 713 and 810 

Attachments: Table of Contents, Cover Sheets f o r  Sections 300 and 500 and 
Test  Nethods Mas. BRIZ 236, 237 and 714. 
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